
500 520 540 560 580 600 620 640 660 680 700
Wavelength (nm)

0

25000

50000

75000

100000

125000

150000

175000

M
ol

ar
 a

bs
or

pt
io

n 
co

ef
fic

ie
nt

 (M
1 c

m
1 ) Rubrene absorption

DBP absorption
Rubrene PL

0.0

0.2

0.4

0.6

0.8

1.0

PL
 in

te
ns

ity
 (n

or
m

al
is

ed
)


